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Crder SNL-01417427 Levering: 0085461752/000150
Index : 180212BA400 Hoeveelh: 2 8T

Ref . :

Artikel: 4¥X 2" S 10S N TEE A403 316 (L)* Charge: 170118511

Dit document is automatisch gereproduceerd en identiek aan het origineel
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Suzhou Yuli Pipeline Industry Co., Ltd

PED CERT NO: DGR-0036-05-W 5807201 34U
Fiie No: YL/2J18-0)

Mill Test Certificates
337 Chang'an Read, Youyi Industr . Wujiang, Jiangsu

Certificate: EN10204/3 .1 i Certificate-NO: MC-TYF- SA17101901-21 Page21 of 21
Customer: VAN LEEUWEN ST, SSB.Y.
Order No.: 3472525
Description: Stainiess steel seamless butt weld fiftings Marking:
Specification; ANSIB16,9-2012 ® Manufacture’s Mark
Matesiai: ASTM A403-2012/ASME SA403-2011 ® Dimension & Schedule
’ WP-8 316/316L @ Material S{Scamlcss)orW(Welded)
Workmanship Cold forming @ Heat Number & Standard
i . jor: i @ In S
Heat Troatmant: s 'lL‘ltmn d ai: duration:30 minutes spector Stamp
minimum and water quenched
Melting Process: Electric Arc Furnace
Extend of material deiivery:
Item No. Deseription Dimension Quantity Heat No, Bese Cert.MNo. Remarks
] 171019010097 RED TEE 4" *108/2 " *108 30 170118811 ST170613-10
171019010098 RED TEE 6 *10S8/4 " *108 5 170118511 ST170617-02
Inspection Resulits (The requirements are fulfilled as listed in Annex):
A~ Chemical Analysis:
Heat No. C% Mn% 3% 5% P% Cr'% Ni% | Mo% | Cu% Ti%
171019010097 170118511 0.016 0.95 0.38 0.005 0.031 16.38 10.14 | 2.11 / /
171019010098 170118511 0.016 0.95 0.38 0.005 0.031 16.38 10.14 211 / /
B. Mechanical Properties & Tensile Inspection :
Heat N Yield Strength Tensile Elongation 4D | Hardness Impact test by 20°C
cat No,
02% | 1% Strength LO HBS150 | 1 2 3
171019010097 170118511 272 { 576 57 133 / / /
171019010098 170118511 270 { 575 56 133 190 205 200
C. Inspecﬂon and Related Data Verlfy:
Dimensional check OK Hydrostatic pressure test /
Surface quality inspection OK Radiography Examination f
Penetration examination OK IC to ASTM A262 “E" OK
NACE MRO175-2001/1S015156-2009
9,
L00%PMI OK NACE MR0103-2010 OK
D Remarks:
i.No weld repair. - :.:...{.-,,.‘s.,( -

with the order/contract and it is of Chinase origin,

2.We certify that the material was found to be free of mercury contamination.Every heat, dnmcnm
and hes been found within the limit of background radiation. The material described in the ce;

3 Manufacture confirms yicld stress values according to ASME section IT, gart D iable Y1

—y
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ZHEJIANG STELLAR PIPE INDUSTRY CO.LTE

XIAQZH INDUSTRIAL PARK WENX! TOWN, GINGTIAN COUNTY.I LsHU CITY, ZHEJIANG, CHINA, 321900
5 éém MILL TEST GERTIFICATES to EN 10204/3.4 PED 97/23

JPED Certificdle no 3312007MUC

ll'! 1ApysIRY

C“ﬂ“’:“'.l’ : SUZHOU YUl PIPELINE INDUSTRY CO.,LTD

Contract No. :  T17ZWL0518-01 Order No.
Specification :  ASTM A312-2015 Cen Na. ¢ ST170613-11
Sieel Grade TP316/316L Delivery Conditlon @ Solution Treated
Goods ___STAINLESS STEEL SEAMLESS PIPE ' Appearance :__Plokiing
Heat No. : » . 7 Chemical Composition (%)
C Si Mn | P s Cr Ni Mo Ti N
Spec. Min. 16.00 | 30.00 | 200
Max. 0.035) 1.00 | 2.00 10.046 § 0.030 | 1800 | 1400 | 3.00
LadteAmiysis 170148511 0.018{ 0.38 [0.95 [0.031 | 0.005 |16.38 | 10.14 2.1
Product Atalysis 0014f 037 |0.93 10.032 | 0008 11640 | 1045 | 209 :
Baieh b, Size ' Quantity Visual Examination
2T170529-18 | 114.3*3,53000-8000 20 PCS 1158 KGS OK

L Wechanical Properiies (AGC (o ASTM AS70 )
Tensile Peoof Strenglh Flattenirig] Ring

: | ) . . Drift Ring Hardness |  Grain
Test No. . Eiongation .
. .{ . Strength - MPa Tost Tensile {Expanding Expanding!  Test Size No.
{ . e y Red:2 A%} Test Test Test HRB EN2
wn, | E
Spec. 515 . 205 35

Max, a0

L1 } 573 ] 269 59 / 75 /

E::!'%Z'%‘ﬁ“? j

5. el lh |

[ighiness Test Non-destructive Tesling iniargmnularcomm

Leak Tigh
Hyd'réstatit‘-? Test . Eddy Current Test Ultrasonic Test Acclo ASTM AZE2-E
Acc to ASTMASESY  Acc 1o ASTM E426 Acc 10 ASTM E213
o GOOD GOOD f
Additional Remiarks:
1.Country of Grigin: China 2.1060% PMI 3.No weld repair
4 Solulion Temperate :1050°C . Hold 30minutes. Rapid Water Coofing, 5.Hardness Acc. to NACE MR 0103 / NACE MRO175

We hereby cerlify that the materlat déscﬂbed above has been tested and complies with the terms of the Coita

hes been done,

JUNM 312017
Date

L.m:».. Prliymanpe |
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